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MECHANICAL TESTING 

 

I. 
 

MECHANICAL PROPERTIES OF METALS   

1. Steel & Cast Iron 
Products  

Rockwell Hardness IS 1586 (Part 1): 2018 20 HRBW to 100 HRBW 
 Brinell Hardness IS 1501 (Part 1): 2013 120 HBW to 160 HBW 

 

II. METALLOGRAPHY TEST 
 

  

1. Iron Castings Evaluation of 
Microstructure 

ASTM A247:2017 Qualitative  
(Classification of Graphite 
Carbide Matrix @ 100X) 

 


