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MECHANICAL TESTING 

 

I. RUBBER & RUBBER PRODUCTS 
 

  

1. Condoms Water Leak  
(by Hang & Squeeze and 
Hang & Roll Method) 

ISO 4074: 2015 
WHO Guideline 2010 
ASTM D 3492:14  
Schedule R of DCA 

Qualitative 

  Inflation  ISO 4074: 2015 
Schedule R of DCA 

Volume: Upto  60 L 
Pressure: Upto 4.0 kPa 

  Dimension  
 

ISO 4074: 2015 
Schedule R of DCA 
 

Length: 160 mm to  
200 mm 
Width: 49 mm (±) 2 mm 
and 53 mm (±) 2 mm  
Thickness: 0.040 mm to 
0.090 mm 

  Lubricant Quantity ISO 4074: 2015 
Schedule R of DCA 

200 mg to 700 mg  

  Package Seal Integrity  
 

ISO 4074: 2015 
Schedule R of DCA 

Qualitative 

  Colour Fastness  Schedule R of DCA Qualitative 

  Package Conditions & 
Marking  

ISO 4074: 2015 
WHO Guideline 2010 
Schedule R of DCA 

Qualitative 

 


