
Laboratory MAA Laxmi Bullion Pvt. Ltd., 1st Floor, Raghunath Commercial
Complex, 20, Dr. R. C. Banerjee Lane, Asansol, West Bengal

Accreditation Standard ISO/IEC 17025: 2005

Certificate Number TC-7242 Page 1 of 1

Validity 08.05.2018 to 07.05.2020 Last Amended on --

Sl. Product / Material
of Test

Specific Test Performed Test Method Specification
against which tests are
performed

Range of Testing /
Limits of Detection

Ramprasath. R
Convenor

N. Venkateswaran
Program Director

CHEMICAL TESTING

I. METALS AND ALLOYS

1. Gold & Gold
Alloys Jewellery /
Artefacts

Gold Content IS:1418
(Fire Assay Method)

375.0 g/kg to 990.0 g/kg

(375.0 to 990.0 parts per
thousand by mass)


