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CHEMICAL TESTING 

 

I. SOLID FUELS 
 

   

1. Coal 
 
 
 
 

 

Moisture IS 1350 (Part 1) : 1984  
(RA 2013) 

0.1% to 15% 

Ash IS 1350 (Part 1) : 1984  
(RA 2013) 

9% to 65% 

Volatile Matter  IS 1350 (Part 1) : 1984  
(RA 2013) 

11% to 35% 

Fixed Carbon  IS 1350 (Part 1) : 1984  
(RA 2013) 

By Difference 

Moisture at 60 percent 
relative humidity and 40°C 

IS 1350 (Part 1) : 1984  
(RA 2013) 

0.1% to 15% 
 

Gross Calorific Value IS 1350 (Part 2) : 1970 
(RA 2015) 

1400 cal/g to 7000 cal/g 

 
 


