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CHEMICAL TESTING 

 

I. METALS & ALLOYS 
 

1. Precioues Metals 
Gold Bullion & 
Gold Jewellery / 
Artefacts  
(Yellow Gold) 

Gold Content  
 

IS 1418  
 (Cupellation - Fire Assay 
Method) 

750.0 g/kg to 999.0 g/kg 
(750.0 to 999.0 parts per 
thousand by mass) 

 


