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MECHANICALTESTING

I. SOIL & ROCK

1. SOIL Moisture Content IS 2720 (Part 2) 1 % to 60 %

Light Compaction:

Maximum Dry Density

IS 2720 (Part 7)

1.2 g/cm3 to 2.0 g/cm3

Optimum Moisture
Content

10 % to 30 %

Heavy Compaction:

Maximum Dry Density

IS 2720 (Part 8)

1.4 g/cm3 to 2.5 g/cm3

Optimum Moisture
Content

10 % to 30 %

Free swell Index IS 2720 (Part 40) 1 % to 100 %

2. ROCK Specific Gravity IS 1122 1.85 to 3.2


