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CHEMICAL TESTING 

 

I. SOLID FUELS 
 

   

1. Coal Moisture  
(Air Dried Basis) 

IS 1350 (Part 1): 1984 
(RA 2013) 

1.0 % to 15.0 % 

  Ash IS 1350 (Part 1): 1984 
(RA 2013) 

5.0 % to 60.0 % 

  Volatile Matter (VM) IS 1350 (Part 1): 1984 
(RA 2013) 

5.0 % to 40.0 % 

  Gross Calorific Value 
(GCV) 

IS 1350 (Part 2): 2007 
(RA 2013) 

2000 kCal/kg to  
8000 kCal/kg 

  Total Sulfur IS 1350 (Part 3): 1969 
(RA 2013) 

0.10 % to 5.0 % 

 


