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MECHANICAL TESTING 

 

I. BUILDING MATERIALS 

 
  

1. Coarse 
Aggregates  

Sieve Analysis 
 

IS 2386 (Part 1) 4.75 mm to 63 mm/ 
0 to 100 % 

  Specific Gravity IS 2386 (Part 3) 2 to 4 
  Water Absorption IS 2386 (Part 3) 0.1 % to 5 % 
  Aggregate Impact Value IS 2386 (Part 4) 5 % to 50 % 

2. Fine 
Aggregates 

Sieve Analysis IS 2386 (Part 1) 150 mic  to 10 mm/ 
0 to 100 

  Specific Gravity IS 2386 (Part 3) 2 to 4 
  Water Absorption  IS 2386 (Part 3) 0.1 % to 5 % 

3. Bricks Clay/ Fly 
Ash Bricks 

Compressive Strength IS 3495 (Part 1) 2.5 N/mm2 to 30 N/mm2 
 Water Absorption IS 3495 (Part 2) 1% to 25% 
4. Hardended 

Concrete 
(Core/Cube) 

Compressive Strength IS 516 5.0 N/mm2 to 80 N/mm2 
(40 kN to 1800 kN) 

 


