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Sl. Product / Material 
of Test

Specific Test Performed Test Method Specification
against which tests are 
performed

Range of Testing / 
Limits of Detection

CHEMICAL TESTING

I. TEXTILE (WOVEN & NON WOVEN)

1. Terry Fabric & its 
Product

Colour fastness to 
crocking

AATCC 8-2016 
(Crock meter method)

Qualitative 
(Grade 1 to 5)

Colour fastness to Water AATCC 107-2013 Qualitative 
(Grade 1 to 5)

Colour fastness to 
perspiration

AATCC 15-2013 Qualitative 
(Grade 1 to 5)

Colour changes of Fabrics
and Garments after Home
Laundering

AATCC 61-2013
(1A, 2A, 3A)

Qualitative 
(Grade 1 to 5)

Dimensional changes of 
Fabrics and Garments 
after Home Laundering 

AATCC 135:2015
AATCC 150-2012

(-) 50 % to (+) 50 %

pH of the Water-Extract 
from Wet Processed 
Textile

AATCC 81-2016 1 to 14

Gaurav Saini
Convenor

Anuja Anand
Program Manager


	ISO/IEC 17025: 2005
	Certificate Number
	TC-7859
	Page 1 of 1
	Validity
	26.09.2018 to 25.09.2020


