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MECHANICAL TESTING 

 

I. 
 

BUILDING MATERIALS   

1. Proppant Sieve Analysis ISO 13503-2:2006 
Clause 6 

0.1 % to 100 % 
(ASTM E11 Test Sieve 
No 16, 20, 25, 30, 35, 40, 
50) 

  Sphericity ISO 13503-2:2006 
Clause 7.4 

0.1 to 1 

  Roundness ISO 13503-2:2006 
Clause 7.4 

0.1 to 1 

  Turbidity ISO 13503-2:2006 
Clause 9 

0.1 NTU to 300 NTU 

  Bulk Density ISO 13503-2: 2006 
Clause 10.3 

0.1 g/cc to 5 g/cc 

  Apparent Density ISO 13503-2:2006 
Clause 10.4 

0.1 g/cc to 5 g/cc 

  Crush Resistance ISO 13503-2:2006 
Clause 11 

0.1 % to 20 % 

 

 

 

 

 

 

 
 
 


