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CHEMICAL TESTING 

 

I. ORES & MINERALS  
 

  

1. 
 

Iron Ore Moisture (M) 
 

IMSBC Code, (Edition 
2018) (Appendix II)  

1.0 % to 40.0 % 
 

 
 

 
 

Flow Moisture Point 
(FMP) 
 

IMSBC Code, (Edition 
2018) (Appendix II) 
Flow Table Test 
Penetration Table Test 

1.0 % to 40.0 % 
 

  Transportable Moisture 
Limit (TML) 
 
 
 

IMSBC Code, (Edition 
2018) (Appendix II) 
Flow Table Test 
Penetration Table Test 
Proctor/Fagerberg Test 
Modified Proctor & 
Fagerberg Test  
 

1.0 % to 36.0 % 
 
 
 

II. SOLID FUELS  
 

   

1. Coal Moisture (M) IMSBC Code, (Edition 
2018) (Appendix II) 

1.0 % to 40.0 % 

  Flow Moisture Point 
(FMP) 
 

IMSBC Code, (Edition 
2018) (Appendix II) 
Penetration Table Test 

1.0 % to 40.0 % 

  Transportable Moisture 
Limit (TML) 
 

IMSBC Code, (Edition 
2018) (Appendix II) 
Penetration Table Test 

1.0 % to 36.0 % 
 

 


