
S.No Discipline / Group Product / Material of
Test

Specific Test
Performed

Test Method
Specification
against which tests
are performed

Range of Testing/
Limits of Detection

Permanent Facility

1 CHEMICAL- ORES &
MINERALS

Iron Ore Alumina IS 1493( Part 1): 1981 0.5 % to 6.5 %

2 CHEMICAL- ORES &
MINERALS

Iron Ore Moisture IS 1493( Part 1): 1981 4 % to 15 %

3 CHEMICAL- ORES &
MINERALS

Iron Ore Phosphorus IS 1493 (Part 1): 1959 0.05 % to 0.5 %

4 CHEMICAL- ORES &
MINERALS

Iron Ore Silica IS 1493( Part 1): 1981 0.5 % to 10 %

5 CHEMICAL- ORES &
MINERALS

Iron Ore Sulphur IS 1493( Part 1): 1981 0.01 % to 0.1 %

6 CHEMICAL- ORES &
MINERALS

Iron Ore Total Iron (Fe) IS 1493( Part
1)(Cl.8.1/8.5): 1981

45. 0 % to 69.5 %

7 CHEMICAL- ORES &
MINERALS

Iron Ore Transportable Moisture
Limit (TML) & Flow
Moisture Point (FMP)

IMSBC
Code,(Appendix 2) :
2018

6.0 % to 15.0 %
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