
S.No Discipline / Group Product / Material of
Test

Specific Test
Performed

Test Method
Specification
against which tests
are performed

Range of Testing/
Limits of Detection

Permanent Facility

1 CHEMICAL- SOLID
FUELS

Coal Ash IS 1350 Part 1: 1984 5.0 % by mass to 65.0
% by mass

2 CHEMICAL- SOLID
FUELS

Coal Fixed Carbon IS 1350 Part 1: 1984 Qualitative(by
calculation)

3 CHEMICAL- SOLID
FUELS

Coal Gross Calorific Value
(GCV)

ASTM D 5865: 2013 2000 kcal/kg to 8000
kcal/kg

4 CHEMICAL- SOLID
FUELS

Coal Moisture (equilibrated
basis: at 60 % relative
humidity and 40°C)

Clause 6.7 of IS 1350
Part 1 : 2013

0.5 % to 15.0 %

5 CHEMICAL- SOLID
FUELS

Coal Moisture (on air dry
basis)

Clause 6.2 (a) of IS
1350 Part 1: 1984

0.5 % to 20.0 %

6 CHEMICAL- SOLID
FUELS

Coal Total Moisture Clause 6.4 of IS 1350
Part 1 : 1984

5.0 % to 40.0 %

7 CHEMICAL- SOLID
FUELS

Coal Volatile Matter IS 1350, Part 1 : 1984:
2013

2.0 % by mass to 40.0
% by mass
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