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I.      TEXTILE & TEXTILE AUXILIARIES   

     

1. Fabrics, 

Garments 

Yarns 

Colour fastness to Laundering, 

Home and Commercial:  

Accelerated 

AATCC 61: 2010 

(Except 1B, 4A, 5A) 

ISO 105 –C 06:2010 

(A2S, C1S, C2S & E2S) 

 

Grade  1 to 5 

  Colorfastness to Washing with 

soap or soap and soda 

 

ISO 105-C 10: 2006 Grade  1 to 5 

  Colour fastness to Light AATCC 16.3:2012 Grade  1 to 5 

   ISO 105 B 02:2013 BWS Rating 1 to 8 

 

  Colour fastness to Perspiration 

and Light 

AATCC 125:2009 Grade  1 to 5 

   ISO 105 B07:2009 BWS Rating 1 to 5 

 

  Colour fastness to rubbing ISO 105 X12:2001 

(Except Pile fabric & floor 

covering) 

 

Grade  1 to 5 

  Colour fastness to Crocking AATCC 8:2007 

(Except Pile fabric & floor 

covering) 

 

Grade  1 to 5 

  Colour fastness to Perspiration AATCC 15:2009 

ISO 105 E 04:2013 

 

Grade  1 to 5 

  

 

Colour fastness to water  AATCC 107:2012 

ISO 105 E 01:2013 

Grade  1 to 5 
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 Fabrics, 

Garments 

Yarns 

Colour fastness to chlorinated 

water (swimming-pool water)  

ISO 105 E 03:2010 

AATCC 162 : 2011 

 

Grade  1 to 5 

  Colour fastness to Water: Sea AATCC 106:2009 

ISO 105 E 02:2013 

 

Grade  1 to 5 

  Colourfastness to Dry cleaning AATCC 132:2009 

ISO 105 D 01:2010 

 

Grade  1 to 5 

  Water Repellency: Spray Test AATCC 22:2010 

 

0 to 100 

  Aqueous liquid repellency : 

Water/ Alcohol solution 

resistance test 

 

AATCC 193:2012 

 

Grade 1 to 6 

  Oil Repellency : Hydrocarbon 

Resistance Test 

 

AATCC 118:2012 

 

Grade 1 to 6 

  Soil Release : Oily Stain 

Release Method  

 

AATCC 130:2010 Rating 1 to 5 

  Smoothness Appearance of 

Fabrics after Repeated Home 

Laundering  

 AATCC 124:2012 Grade 1 to 5 
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