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I. BUILDING MATERIALS 

 

  

1. Cement   

(OPC /PPC) 

SiO2  IS 4032: 1985 (RA 2009) 15.0 % to 38.0 % 

  Al2O3  IS 4032: 1985 (RA 2009) 

 

1.0 % to 15.0 % 

  Fe2O3  IS 4032: 1985 (RA 2009) 

 

1.0 % to 10.0 % 

  CaO  IS 4032: 1985 (RA 2009) 

 

25.0 % to 70.0 % 

  MgO  IS 4032: 1985 (RA 2009) 

 

1.0 % to 10.0 % 

  Chloride  IS 4032: 1985 (RA 2009) 

 

0.004 % to 0.5 % 

  SO3  IS 4032: 1985 (RA 2009) 

 

0.20 % to 7.00 % 

  Loss on Ignition  IS 4032: 1985 (RA 2009) 

 

0.20 % to 10.0 % 

  Insoluble Residue/Material IS 4032: 1985 (RA 2009) 0.20 % to 35.0 % 
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