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I. RADIOGRAPHY TEST  
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Castings & 

Weldments 

(Ferrous & Non-

Ferrous) 

Radiographic Inspection 

(X-Ray) 

 

ASTM E-1742: 12 

ASTM E 1032: 12 

2 mm to 25 mm thick 

Steel or other equivalent 

thickness material. 

IQI Sensitivity-  2 %  
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