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I.       METALLIC COATINGS & TREATMENT SOLUTIONS 
 

 

1. 

 

Wire & Ropes Mass of Zinc Coating IS 6745: 1972 (RA 2006),  

Clause 5.2.5 

 

10 g/m
2 
to 1000 g/m

2
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