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I.      ORES & MINERALS   

1.  Limestone &      

 Dolomite 

SiO2 IS 1760 (Part 2): 1991 

ANALAB/XRF/01/2013 

0.5 %  to 40 % 

0.5 %  to 27 % 

 Al2O3 IS 1760 (Part 3): 1992 

ANALAB/XRF/01/2013 

0.01 % to 10 % 

0.1 %  to 5 % 

 

 Fe2O3 ANALAB/XRF/01/2013 0.5 % to 2.3 % 

 CaO IS 1760 (Part 3): 1992 

ANALAB/XRF/01/2013 

5  % to 56  % 

30 % to 50 % 

 

 MgO IS 1760 (Part 3): 1992 

ANALAB/XRF/01/2013 

0.1 %  to 35 % 

1 % to 20 % 
 

 SO3 ANALAB/XRF/01/2013 0.02 % to 1 % 

 Na2O ANALAB/XRF/01/2013 0.05 % to  0.2 % 

 K2O ANALAB/XRF/01/2013 0.3 %  to 1.3 % 

 LOI IS 1760 (Part 1): 1991 5 %  to 44 %  
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