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Specific Test Performed  Test Method Specification 
against which tests are 
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I. ORES & MINERALS 
 

  

1. Iron Ore Iron IS 1493-1981 

(Reaffirmed-2006) 

 

 

IS 1493 & IBM for Al2O3 

IS 1493-1981 

(Reaffirmed-2006) 

 

20 - 70% 

  Ferrous Oxide 0.2 - 80% 

  Silica 

 

0.2 - 25% 

  Alumina 0.1 - 50% 

  Manganese 0.1 - 28% 

  Phosphorus 0.01 - 0.2% 

  Sulphur 0.005 - 0.1% 

  Calcium 0.005 - 0.015% 

  Magnesium 0.005 - 0.015% 

  Sodium Oxide  0.001 - 0.015% 

  Potassium Oxide  0.001 - 0.015% 

  Loss of Ignition  0.1 - 10% 

  Moisture  0.5 - 20% 

     

2. Manganese Ore Manganese IS 1473-2004 5.0 - 55% 

  Manganese Dioxide (Reaffirmed-2010) 3.0 - 85% 

  Iron  5.0 - 35% 

  Silica  0.2 - 15% 

  Alumina  0.01 - 10% 

  Phosphorus  0.01 - 0.10% 

  Sulphur  0.005 - 0.1% 
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