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I. PAPER & PULP 
 

  

1. Paper Burst index IS 1060 (Part 1)-1966, 

Revised 2009 

 

0.5-10 kN/g 

  Tear index IS 1060 (Part 1)-1966, 

Revised 2009 

 

0.5-20 mN.m
2
/g 

  Tensile index IS 1060 (Part 1)-1966, 

Revised 2009 

 

5-100 N.m/g 

  Thickness IS 1060 (Part 1)-1966, 

Revised 2009 

5-1000 µm 
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