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CHEMICAL TESTING 

 

I. SOLID FUELS 
 

   

1. Coal Inherent Moisture % 
 

IS-1350 part-I  1 to 15% 
 

  Ash % 
 

IS-1350 part-I 
  

2 to 47% 
 

  Volatile Matter % 
 

IS-1350 part-I 
  

15 to 45% 
 

  Fixed Carbon % 
 

IS-1350 part-I 
  

By Calculations 
 

  GCV IS-1350 part-II  3000 to 6500 k.cal./kg. 

 
 

 
 


