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CHEMICAL TESTING 

 

1. Coal Total Moisture IS: 1350 (Part 1) – 
1984. (Reaffirmed 2013) 

5% to 50 % 

  Moisture in Analysis 
Sample 

IS: 1350 (Part 1) – 
1984. (Reaffirmed 2013) 

1% to 30 % 

  Ash IS: 1350 (Part 1) – 
1984. (Reaffirmed 2013) 

1% to 50 % 

  Volatile Matter IS: 1350 (Part 1) – 
1984. (Reaffirmed 2013) 

15% to 45 % 

  Fixed Carbon IS: 1350 (Part 1) – 
1984. (Reaffirmed 2013) 

20% to 60 % 

  Gross Calorific Value. IS: 1350 (Part II) – 
1970. (Reaffirmed 2015) 

2500 Kcal/Kg to  
8000 Kcal/Kg 

  Sulphur IS: 1350(Part III) – 
1969. (Reaffirmed 2015) 

0.05% to 1.5 % 

 


