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CHEMICAL TESTING 

 

I. METALS & ALLOYS 
 

  

1. Low Alloy Steel C ISO 14707 0.04 % to 1.31 % 

Mn  0.19 % to 1.19 % 

Si  0.08 % to 1.18 % 

S  0.008 % to 0.058 % 

P   0.009 % to 0.060 % 

Cr  0.14 % to 3.0 % 

Ni  0.02 % to 3.0 % 

Mo  0.05 % to 0.83 % 

V  0.008 % to 0.5 % 

Al  0.017 % to 0.33 % 

Cu  0.022 % to 0.42 % 

B  0.0007 % to 0.0066 % 

 


