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CHEMICAL TESTING 

 

I. 
 

METALS & ALLOYS   

1. Aluminum & its 
alloys 
 
 
 
 
 

 

Si ASTM E 1251 0.02 % 0.25 % 

Fe ASTM E 1251 0.02 % 0.5 % 

Mn ASTM E 1251 0.0001 % 0.02 % 

Mg ASTM E 1251 0.0001 % 0.02 % 

Cu ASTM E 1251 0.0001 % 0.02 % 

Zn ASTM E 1251 0.0001 % 0.02 % 

Ti ASTM E 1251 0.001 % 0.02 % 

V ASTM E 1251 0.001 % 0.03 % 

Ca ASTM E 1251 0.0001 % 0.01 % 

Ga ASTM E 1251 0.001 % 0.03 % 

Na ASTM E 1251 0.0001 % 0.01 % 

Cr ASTM E 1251 0.001 % 0.02 % 

Zr ASTM E 1251 0.0001 % 0.010 % 

Ni ASTM E 1251 0.0001 % 0.03 % 

Pb ASTM E 1251 0.0001 % 0.01 % 

 


